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Traveler instructs to, Perform a hipot test as per the charts below.

Actual hipot testing failed, the limits are 500VDC with no more than 5uA current leakage, with the relative humidity at 75% 

the measured current leakage at 500VDC is greater than 5uA, applying dry nitrogen to the coils under test  temporarily lowers 

the current leakage to less 5 ua.
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YES NO

1. Proceed with the preparation of magnet to potting (mold assembly, glass beads filling, Gray RTV filling).

2. Install the mold with magnet in the vacuum oven, and pump out to 40 um overnight.

3. Open the oven door and re-test the magnet.

4. If the test results are within tolerances, close the door and pump magnet out and pot, as per the traveler.

Disposition verify notes: 1. Proceeded with the preparation of magnet to potting (mold assembly, glass beads filling, Gray 

RTV filling).

2. Installed the mold with magnet in the vacuum oven, and pumped it out to 40 um overnight.

3. Opened the oven door and re-tested the magnet, hipot testing was within tolerance.

4. Closed  the door and pumped magnet out and potted as per the traveler.

In addition the post potting hipot passed.
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None

Disposition verify notes: Test in a drier environment.
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